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steel is closely related to amount of retained austenite stabilized at room temperature. In
addition, martensite formed after cooling from heat treatment might be affect strength of the
TRIP steels, which need further study. And it is shown that the stability if the retained
austenite is the most important factor governing ductility level of the TRIP steels rather
than its volume fraction.
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